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PREPARED BY | CHECKED BY | APPROVED BY | CUSTOMER APPROVE

15 FEAR A
CUSTOMER CUSTOMER'S P/N 0
ISSUE DATE | 20214E8H25H |PRODUCT SPEC Y. All. 047
SPECIFICATION CONTROL DRAWING
REVISIONS
REV DESCRIPTION DATE ISSUE BY | APPROVAL BY
A INITIAL 2021458 25 ¥ WX
CUSTOMER CUSTOMER'S P/N 0
ISSUE DATE | 20214£8H25H | PRODUCT SPEC Y. All. 047
1. MATERIAL:
NO| ITEM TYPE SUPPLIERS UL FILE NO
: MnZn-Ferrite
L | FloppyBsK ) 43 55, 3410, 5 i /
2 Wire Rod xxUEW-FLZ@0. 08*24P AG /
3 Tin Sn99. 3:Cu0. 7 SY /
4 | Yellow Epoxy BES85-9007 BR /
5 | HT Tape PFx (d) (g) 8mm YH /
G | Dostizeided 424810, 1 DL /
CUSTOMER CUSTOMER'S P/N 0
ISSUE DATE | 202128 H25H |PRODUCT SPEC Y. Al1. 047
2 DIMENSION ;
43505
ISSUE CHECK APPROVAL
3 #E B E
BY BY BY
CUSTOMER CUSTOMER'S P/N 0
ISSUE DATE | 20214E8H25H | PRODUCT SPEC Y. All. 047
4.CIRCUIT DIAGRAM
S o
@
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F o
” ® 7. POLARITY
5 WINDING
NO| WINDING WIRE TURNS TAPE WINDING CONDITION
N1 S-F @0.08*24C*2P 10 / CCW
6.CHARACTERISTIC
ITEM MEASURED POINT TECHNICAL DATA |TESTING CONDITION & INSTRUMENT
LS S-F 6.5uH=10% LCR1062 100KHz/1V AT 25 C+2°C
Q S-F 32 Min LCR1062 100KHz/1V AT 25C+2°C
DCR S-F 85mQ Max LCR1062 1KHz/0.3V AT 25C£2C




